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Talc (Soap Stone)

Optical Properties

Grad Whitness
Grade 1 %94-98

Chemical Properties

Major Elements Content Amountin percent
5102 “63.27
MgO %31.23
Fe203 %0.095
Al203 %0.172
Cao %0.0039
Tio2 %0.0171
Na20 %0.0265
K20 %0.0192
Lol %5.03
MnO %0.0032
p202 %0.024
Whiteness 794-98

Other Properties

Items Values
Lump %70
Lump Powder %30
Asbestosis Free




Optical Properties

Talc (Soap Stone)

Grad Whitness
Grade 2 %90-92
Chemical Properties
Major Elements Content Amountin
percent
5102 %58.21 5 % 0.041
MgO %34.35 Zn % 0.0026
Fe203 %1.14 Pb % 0.0002
Al203 %1.03 P %0.0075
Cao %0.07 Sr %0.0016
Tio2 %0.019 Cu % 0.0003
Na20 %0.011 Ni %0.0002
K20 %0.005 As %0.0002
Lol %5.02 Mn %0.016
Whiteness %90-92 20g/100¢g
Other Properties

Items Values
Lump %70
Lump Powder % 30

Asbestosis

Free




Optical Properties

Talc (Soap Stone)

Grad Whitness
Grade 3 % 84-88
Chemical Properties
Major Elements Content Amountin
percent
5i02 %63.58 5 % 0.029
MgO %30.19 Zn % 0.0035
Fe203 %0.61 Pb % 0.006
Al203 %0.24 P % 0.0064
Cao %0.06 Sr %% 0.0022
Tio2 %0.025 Cu %0.001
Na20 %0.013 Mi % 0.0008
K20 %0.004 As %%0.0001
Lol %5.01 Mn % 0.009
Whiteness % B88-84 18g/100g
Other Properties

[tems Values

Lump %70

Lump Powder % 30

Asbestosis Free






